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Messrs. NIKKO BOEKI CO.0F KGT Date May. 18, 2008
Note Grade ASTM-A276 TP316 D NI e s v obvmANMR A GO
Condition Solution Treated & Turned BN EEIEL. oo i o coptrimaevEYA CORMTANA:
Bu sertifika NORDIC STEEL TIC LTD STI ye aittir. Bu
Heai NU. sertifikahighirkcsuldaKOPYALANAMAZVEYACOGALT!LAMAZ. PaCkEHE LISt No' EB[]523
Size 80 mm Bundle No. |86
6,820 - 6,84 :
e, e COSANYO SPECIAL STEEL CO.,LTD.
Pieces 8 Quality Assurance Department
Quality Certification Group
Net Weight 2,178 ke 3007, Nakashima,Shikama—ku,Himeji,Japan
TEL (079)235-6029
FAX (079)235-6227
Chemical (%) |C LS e 2o L |$ [Ni - [Cr  [Mo
Composition X100 [X100 |X100 jX1000 |X1000 [X100 [X100 |X100 |
8| 100 | 2001 4571 30 ] 1000 | 1600 | 200 |
Standard | max | max | max | max | max | 1400 | 1800 | 300 |
| | I | I | |
Cast e R e gl T R B T e R e e

Mechanical Test

From Standard
Product

Result
Dimension
Inspection
Remarks

Type of |0.2%Yield|Tensile |[Elon- |Reduction]
Specimen|Strength |Strength|gation|of Area |

1205 |515 |40 |50 I
Imin MPa Imin MPa |min % Imin % |
-------- et b s s e B b i b T
ASTM  |325 [608 |56 |68 |
GOOD
Heat Treatment : 1040°C W.C
e e e e e ) s B R e e e e e e e e e e

NORDIC STEEL TIC LTD STI
FERHATPASA MAHALLESI AKDAL SOKAK
NO:5, ATASEHIR ZISTANBUL

We hereby certify

that the material described herein has heen Head of Quality Certification Group

made in accordance with the rules of the contract.

Bu sertifika BIRGELIK PASLANMAZ GELIK LTD. §Ti. ye aittir. Bu
sertifika higbir kosulda KOPYALANAMAZ VEYA COGALTILAMAZ.




